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. 5 : Preliminary drilling phase
Sealing of several damaged concrete joints into

the tunnel of the new subway’s worksite.
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T 8
preliminary injection pha

Mono-component polyurethane resin
injection behind the upstream concrete
surface in contact with the ground full
of water.

®

X
rm
wn
il
O
¢
l‘n‘
i

L'acciaio ha sedotto le resine espandenti ; L'acciaio ha sedotto le resine espandenti
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